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TWIN PACK MIXING INSTRUCTIONS 

Plastics and metals must be dry and free from oil before pouring  resin.

Do not allow contact with mosture or water before curing.

1. For ambient temperatures below 10 oc, warm the bag to about 20 oc before mixing.
2. Carefully remove outer bag without damaging the inner bag. 
3. Check to ensure both components are liquid and there are no lumps within the mixture.

4. Remove plastic separator from centre of the bag by pulling both ends of the bag away from the seal. 
5. Mix contents by kneading vigorously for at least 2 minutes (3 minutes max).

6. Use the plastic seperator to move any material in the corner of the bag into the mix. Make certain all resin is squeezed from the corners and edges of the bag.

7. Immediately after mixing push all resin to one half of the bag. Place the plastic separator on to an empty courner and turn it, with the bag, towards the resin.

8. Hold the full part of the bag in one hand and remove a corner of the bag, cutting a suitable sized hole at an angle to allow the resin to be poured at the required flow rate. Gradually twist plastic separator to push resin out of the bag.

For further advice and assistance please contact the sales office on the above number
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